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Order No./iT £ 88 PO No/EMSH : /EmERS - NO1
Delivery Condition/32 $ IR75: B A BR 3t
Supplier . Commodity .
ATES - I8 : STS HR WHITE COIL
Customer Spec & Type . i :
ERER sy ﬁg% : ASTM A240/A240M-2023:310S
: Tensile Test :
Chemical Composition/{t 3R 2
: - AL Hardness -
.. i Weight S| YSozx TS EL; EERR =
Sizgﬂj){? P!rig%%%a‘ Qf‘ﬁnlmy "(‘lfg% H?ﬁ-a*tgn' :é (R) (%) 2| c Si  Ma P s cr N Qi Mo
. HRBW Pl ® o ® %k % R
275x1520xC — i 23,931 T| 285 590 47 785 | L | 00402 0549 1.367 00272 0.0007 25701 19.128 0.131 0.026
B| 284 586 47 77.6
2.75x1520xC 1 24,076 : T| 283 s82 48 75.9 L | 00348 0515 1.347 0.0270 00008 25587 19237 04131 0.022
1 : B| 284 s8s 48 77.3
= Sub Total |010) ~ 2 48,007 (kg)
** HEAT TREATMENT = SOLUTION TREATMENT MIN 1040°C QUENQHING(ER4L B EE 10305L.E)
*** Grade Tol%l i 2 48,007 (kg) H
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©,  *Tensile Test. Direction : Transversal, Gauge Length : 50 m(Rectangular), Test Cerificate is Issued according to EN 10204 3.1.
~y YP Method : 0.2 % off-set
2 * Division - L : Ladle Analysis
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REFERENCE SAMPLE | Commercial identifiers redacted | Not valid for shipment acceptance
Technical values remain as shown in the supplied document. This is a flattened, privacy-redacted reference copy.



