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Production: SHANXI TAIGANG STAINLESS STEEL CO.,LTD.
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INSPECTION CERTIFICATE

VI BR B FRERARR: AR ELNT
Customer: Product: Cold rolled stainless steel coil
e pir ZHORAS: 2B [ Bk AU
Purchaser: Condition: 2B;Solution annealed;Pickling;M
ik Specification J#45 Grade 4 [7'5 Mill'S No. iE 545 Certificate No.
JIS G 4305:2021 SUS304 1268717838 0045012033052637
& J1iT #.Customer Order No. |4 5.“5-Consignment No.
GFW260806916
%5 Train Wagon No.
55 MELHS =) R = HE
No. Material No. Heat No Test No. Dimensions (mm) Quantity Weight(t)
1 FA608C3410W00 A0603344 FA608C341 1 25471
J ) K 41 W Acceptable Visual And Dimensions: £ 4% OK & it Total 1 25.471
5| 8| C% Si% Mn% P% S% Cr% Ni%
5| Max.
No.| Min.
1 H 0.03 042 1.07 0.038 0003 1811 8.04

ArE | EIRSEE HUROREE  KE B SRR
EL

| 7 Y.S. TS. . Hardness IGC
Z| P.D.| Rp02MPa RmMPa  A50% HV
No. fan i R i
Max.
Min.
1 2 270 671 60 165
1 OK

Notes f
) [ Longitudinal s

7k |M=Not cutting edge: H=/#144) HrHeat analysis: P=Jil i 4> HProduct analysis: D=7 5 % 43 HTElectroslag remelting:  Y.S.=Yield Strength: i =
Normal Temperature (Room Temperature); T.S.=Tensile Strength; EL.=Elongation; A50:Lo=50mm; |G C=Intergranular corrosion;2=1[r1] Transverse; 1

7]
Declare -

AR R BR E B AN T, SR A AR R B R BT N5 3L A F . This product is for domestic sales
in China only. Export is not allowed. This certificate, if provided by a re-seller in photocopy, is invalid unless with the re-seller's company stamp.

Ji& i 77 1% Corrosion Methods
ASTM A262 E
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Remarks

2 %
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We Hereby Certify That Material Described Herein Has Manufactured And Tested With
Satisfactory Results In Accordance With The Requirements Of The Above Material Specification.
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No.2 Jiancaoping Street, Taiyuan City,Shag, i/P;ovirke,IOCsaOOé 1
IR % 2% After-sale Service:800-806-1998 “NQg.E:8 505 &

/é\l% WU PENG

7 & 61 51 A Quality Manager

il 152K 2 Certificate Type:  EN 10204 3.1
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