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Production: SHANXI TAIGANG STAINLESS STEEL CO.,LTD.

FrmBREIERRH
INSPECTION CERTIFICATE

TR FRERARR: AR ELNT
Customer: Product: Cold rolled stainless steel coil
W TR A e LERAS: 2B [V BRIk AYIid
Purchaser: Condition: 2B;Solution annealed;Pickling;M
it Specification }#-5 Grade 4 [7 5 Mill'S No. ilE 13475 Certificate No.
ASTM A240/A240M-25a 316L L266T08223 0045011803086121
% 217 #.Customer Order No.  |$2 5.5 Consignment No.
GFW260603897
%5 Train Wagon No.
55 MELHS =) R S = HE
No. Material No. Heat No Test No. Dimensions (mm) Quantity Weight(t)
1 FAB60604330N00 A2602278 FA6060433 6*1250 1 19.479
JR~H K% &1 W Acceptable Visual And Dimensions: &% OK & il Total 1 19.479
F| ] C% Si% Mn% P% S% Cr% N% Mo% N%
5| Max.
No.| Min.
11 H [0021 047 112 0025 0002 167 101 200 0.04
PLE | JEIRGREE PURiREE KR T g [0 1)
B A YS. TS EL. Hardness Hardness IGC
‘5| P.D.| Rp0.2MPa RmMPa AS50 % HRBW HRBW
No. il i il i iR
Max.
Min.
11 2 295 605 56 75.0 76.0 OK
R |M=Not cutting edge: H={#/4 7 #THeat analysis: P=Fi i 4 #TProduct analysis: D=FHi & 5% 43 HrElectroslag remelting:  Y.S.=Yield Strength: i = |Js/hi 77 %Corrosion Methods
Notes |Normal Temperature (Room Temperature); T.S.=Tensile Strength: EL.=Elongation; A50:Lo=50mm; | G C=Intergranular corrosion;2=1 ]l Transverse; ASTM A262 E
75 0 AR R BR E B AN T, SR A AR R B R BT N5 3L A F . This product is for domestic sales
Declare .- inChina only. Export is not allowed. This certificate, if provided by a re-seller in photocopy, is invalid unless with the re-seller's company stamp.
%y |1.NACE MRO175 /ISO 15156
Remarks
kit i
T~ ]
aLiFr N ﬁﬂfib&?*ﬁﬁﬂiﬁfum%, . SERAT B R R ILIEY] . A “PZ’}}% ZHAC JINLE]
We Hereby Certify That Material Described Herein Has Manufactured And Tested With 1w Ve
Satisfactory Results In Accordance With The Requirements Of The Above Material Specification. g 7 & 61 51 A Quality Manager
Certified in accordance with PED 2014/68/EU,Annex |.,Paragraph 4.3 by TiiV Rheinland Industrie Service GmbH (0035) H}iDate.  06/24/2026 71 7%Page 17

il 152K 2 Certificate Type:  EN 10204 3.1

Certified in accordance to PER 2016 Schedule 2, Paragraph 31.8 by LRQA Verification Limited (UK AB No. 0038)



